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Structural Steel Paints - Performance 
 

NOTE: Refresh the page to view the most current list. 

The following products and manufacturers meet the requirements of DMS-8101, “Structural Steel Paints - Performance.” Send 

samples of materials on hand on painting projects to the Materials & Pavements Section, Construction Division to assure that the 

actual batches in use comply with the Specification as well as match the pre-qualified sample.  

For more information, contact CST/M&P’s Coatings and Traffic Materials Branch at (512) 506-5870. 

 

Pre-Approved Structural Steel Paints 

Producer 

Code 

Company Inorganic Zinc 

Primer 

Epoxy Zinc 

Primer 

Epoxy Intermediate Polyurethane Penetrating Sealer Acrylic Latex 

99928 Ameron/PPG  Dimetcote 9 

 Dimetcote 9 VOC 

Amercoat 68HS 

 

 Amercoat 385PA  

 Amercoat 399 

Amercoat 450H Amerlock Sealer1 Pitt-Tech Plus 

99980 Carboline  Carbozine 11 

 Carbonzine 11 HS 

 Carbozinc 11 

VOC 

Carboline 861 Carboline 893  Carboline 

134HG 

 Carboline 8812 

Rust Penetrating 

Sealer 
 Carbocrylic 3350 

 Carbocrylic 3359 

99413 Devoe   Bar-Rust 231 Devthane 379 Preprime 167  

98221 Excalibur Paint  OZWBP-300  Aqua-Thane   

98226 Gavlon   8198 High Build 

Epoxy 

HS 350 Elon 100  

98227 Hempel Galvosil 15689 Hempadur 17368 High Build Epoxy 

4588H 

Urethane 5595U Pre-Prep 553US  

99542 Industrial 

Coating Spec. 

 3018 3008 800 Series 628 Epoxy Sealer 6000 Series 

99978 International 

Paint 
 Interzinc 22 

 Interzinc 22HS 

 Interzinc 315 

 Interzinc 489 

(810e) 

 

 Intercure 200 

 Intergard 251 

 Intergard 345 

 Interthane 990 

 Interthane 990 

HHS 

Interbond 600  Intercryl 520 

 Intercryl 530 
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Pre-Approved Structural Steel Paints 

Producer 

Code 

Company Inorganic Zinc 

Primer 

Epoxy Zinc 

Primer 

Epoxy Intermediate Polyurethane Penetrating Sealer Acrylic Latex 

99846 Sherwin 

Williams 
 ZincClad II (B69) 

 Zinc Clad II HS 

(B69) 

 Zinc Clad II Plus 

 Zinc Clad II LV 

 ZincClad III 

HS 

 810e 

 810F 

 Zinc Clad III 

HS 100 

Recoatable Epoxy 

(B67) 

 

Hi-Solids 

Polyurethane 

Macropoxy 920     

Preprime   
 Bond-Plex 

 Spraylastic 

 Fast Clad HB 

 


