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200 1 Overview Added Nov. 2004

2
Tex-200-F, Sieve Analysis of Fine and Coarse 
Aggregates Revised Nov. 2004 Effective Nov. 2004

3
Tex-201-F, Bulk Specific Gravity and Water Absorption 
of Aggregate Revised Nov. 2004 Effective Nov. 2004

4
Tex-202-F, Apparent Specific Gravity of Material Finer 
Than No.50 (300 µm) Sieve Revised Nov. 2004 Effective Nov. 2004

5 Tex-203-F, Sand Equivalent Test Aug. 1999 published on-line
6 Tex-204-F, Design of Bituminous Mixtures Revised Feb. 2005 Effective Dec. 2004

7
Tex-205-F, Laboratory Method of Mixing Bituminous 
Mixtures Revised Sept. 2005 Effective Sept. 2005

8
Tex-206-F, Compacting Test Specimens of Bituminous 
Mixtures Revised Nov. 2004 Effective Nov. 2004

9
Tex-207-F, Determining Density of Compacted 
Bituminous Mixtures Revised Nov. 2005 Effective Jan. 2005

10
Tex-208-F, Test for Stabilometer Value of Bituminous 
Mixtures Revised Feb. 2005 Effective Feb. 2005

11
Tex-210-F, Determining Asphalt Content of Bituminous 
Mixtures by Extraction Revised Feb. 2005 Effective Dec. 2004

12
Tex-211-F, Recovery of Asphalt from Bituminous 
Mixtures by the Abson Process Revised Nov. 2004 Effective Nov. 2004

13
Tex-212-F, Determining Moisture Content of Bituminous 
Mixtures Revised Nov. 2004 Effective Nov. 2004

14
Tex-213-F, Determining Hydrocarbon-Volatile Content 
of Bituminous Mixtures Revised Nov. 2004 Effective Nov. 2004

15
Tex-215-F, Determining Asphalt Content of Rock 
Asphalt by Hot Solvent Extraction Revised Feb. 2005 Effective Dec. 2004

16 Tex-216-F, Aggregate Retention Test Aug. 1999 published on-line

17
Tex-217-F, Determining Deleterious Material and 
Decantation Test for Coarse Aggregates Revised Feb. 2005 Effective Feb. 2005

18
Tex-220-F, Determining Percentages of White Rock 
Contained in Native Rock Asphalt Revised Feb. 2005 Effective Dec. 2004

19

Tex-221-F, Sampling Aggregate for Bituminous 
Mixtures, Surface Treatments, and Limestone Rock 
Asphalt Revised Jan. 2006 Effective Nov. 2005

20 Tex-222-F, Sampling Bituminous Mixtures Revised Nov. 2004 Effective Nov. 2004
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21 Tex-224-F, Determining Flakiness Index Revised Feb. 2005 Effective Dec. 2004

22
Tex-225-F, Random Selection of Bituminous Mixture 
Samples Revised April 2005 Effective March 2005

23 Tex-226-F, Indirect Tensile Strength Test Revised Nov. 2004 Effective Nov. 2004

24
Tex-227-F, Theoretical Maximum Specific Gravity of 
Bituminous Mixtures Revised Nov. 2004 Effective Nov. 2004

25
Tex-228-F, Determining Asphalt Content of Bituminous 
Mixtures by the Nuclear Method Revised Feb. 2005 Effective Feb. 2005

26
Tex-229-F, Combined HMAC Cold-Belt Sampling and 
Testing Procedure Revised Feb. 2005 Effective Dec. 2004

27

Tex-230-F, Laboratory Method of Mixing and Curing 
Polymer-Modified Slurry Seal (Microsurfacing) Mixtures Revised Feb. 2005 Effective Dec. 2004

28 Tex-231-F, Static Creep Test Revised Feb. 2005 Effective Feb. 2005

29
Tex-232-F, Mixture Design Procedure for Crumb 
Rubber Modified Asphaltic Concrete Aug. 1999 published on-line

30
Tex-233-F, Preparing Control Charts for Asphaltic 
Concrete Paving Projects Aug. 1999 published on-line

31
Tex-235-F, Determining Draindown Characteristics in 
Bituminous Materials Revised Feb. 2005 Effective Feb. 2005

32
Tex-236-F, Determining Asphalt Content from Asphalt 
Paving Mixtures by the Ignition Method Revised Jan. 2006 Effective Oct. 2005

33
Tex-237-F, Minimum Standards for Acceptance of a 
Laboratory for Hot Mix Testing Revised Nov. 2004 Effective Nov. 2004

34
Tex-238-F, Laser Diffraction Particle Size Distribution 
Analyzer Aug. 1999 published on-line

35 Tex-239-F, Asphalt Release Agent Added Nov. 2004 Effective Nov. 2004

36

Tex-240-F, Determining Optimum Residual Asphalt 
Content (RAC) for Polymer-Modified Slurry Seal 
(Microsurfacing) Mixtures Revised Feb. 2005 Effective Dec. 2004

37
Tex-241-F, Superpave Gyratory Compacting of Test 
Specimens of Bituminous Mixtures Revised Jan. 2006 Effective Nov. 2005

38 Tex-242-F, Hamburg Wheel-tracking Test Revised Nov. 2004 Effective Nov. 2004
39 Tex-243-F, Tack Coat Adhesion Added Sept. 2005 Effective March 2005
40 Tex-244-F, Thermal Profile of Hot Mix Asphalt Revised June 2006 Correction
41 Tex-245-F, Cantabro Loss Revised Jan. 2006 Effective Oct. 2005
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42
Tex-246-F, Permeability or Water Flow of Hot Mix 
Asphalt Added Nov. 2004 Effective Nov. 2004

43 Tex-280-F, Determining Flat and Elongated Particles Added Feb. 2005 Effective Feb. 2005


